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TEST CERTIFICATE

Test report No.: 120783.1

Producer: Axalta Polymer Powders Switzerland Sarl
Mr. Fréderic de Borman Chautems
Rue St.-Joseph 15

1630 Bulle
Switzerland
Coating system: Abcite® Thermoplastic Powder 1060
Test specification: ISO 12944-6, Corrosion protection of steel structure by

protective paint systems, Part 6: Laboratory performance
test methods

The coating system has passed the testing according to ISO 12944-6, corrosiveness
category C5-M and Im 3 — term of protection: high.
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TEST CERTIFICATE

Test report No.:

Producer:;

Coating system:

Test specification:

Test methods:

130475

Axalta Polymer Powders Switzerland Sarl
Mr. Fréderic de Borman Chautems

Rue St.-Joseph 15

1630 Bulle

Switzerland

Carbon steel, grit blasted, no primer or chemical treatment
Single layer of Abcite® Thermoplastic Powder 1060 White

ISO 20340, corrosivity category C5-M

Puil-off test according to ISO 4624
Apging resistance according to ISO 20340 (4200 h, 25 cycles)
Test cycle: 72h UV-A according to ISO 11507
72h salt spray test according to ISO 9227 (NSS)
24h-at-20°C

The specimens coated with Abcite® 1060 White, tested in accordance with ISO 20340,
fulfills the corrosivity category C5-M.
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